h 4 Membrane’s proprietary hydrophilic surface
|i - I ensures that less protein binding (Figure 2)
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Figure 1 47 mm membrane disks with 0.22 um pore size were Figwe2 Membrane disks with a 0.22 pm pore size were
challenged with DMEM with 10% FBS (500 mL) offered a 1 mg/mL solution of '**l labeled IgG.

The chart shows protein binding after incubation
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